
Honduran Mahogany, 800
Mahogany, 800
African Mahogany, 830
South American Lacewood, 840
Southern Yellow Pine, 870

American Cherry, 950

Peruvian Walnut, 1080
Brazilian Eucalyptus, 1125

Larch, 1200

Caribbean Heart pine, 1240
Yellow Birch, 1260
Northern Red Oak, 1290
American Beech, 1300
White Ash, 1320
Vintage Oak, 1325

White Oak, 1360
Australian Cypress, 1375
Caribbean Walnut, 1400
Royal Mahogany, 1400

Hard Maple, 1450
Brazlian Maple, 1500
 African Walnut/Sappelle, 1500

Cameron, 1543
Timborana, 1570
Zebrawood, 1575

Wenge, 1630
 Junckers Beech, 1630
Bamboo*, 1650

Patens, 1691
Kempas, 1710
 Padeuk/African Cherry, 1725

Bolivian Rosewood / Morado, 1780
Hickory/ Pecan, 1820

Amendoim, 1912
Merbau, 1925

African Rosewood/ Bubigna, 1980
Sydney Blue/ Gum, 2025

Jarrah, 2082
Purple Heart, 2090

Tigerwood, 2160
Santos Mahogany, 2200

African Cedar / Bosse, 2600
Patagonian Rosewood, 2800
Brazilian Cherry, 2820

Bloodwood, 2900
Brazilian Rosewood, 3000

Brazilian Redwood, 3190
Tiete Rosewood, 3280

Southern Chestnut, 3540

Lapacho, 3640
Bolivian Cherry, 3650
Brazilian Walnut / Ipe, 3680

California Redwood, 420

Black Walnut, 1010

Teak, 1155

Heart Pine 1225

Doussie, 1770

Caribbean Rosewood, 2300

Tiete Chestnut, 3540

Brazilian Teak, 3540

African Pearwood/Moabi, 3680Brazilian Ebony , 3692
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